BRASS COMPONENTS MANUFACTURING PROCESS FLOW CHART Q

JAMNAGAR, GUJARAT, INDIA

IMPORTED RAW MATERIAL

Brass scrap / raw material
received from approved
suppliers.

v
MATERIAL SEGREGATION

Received scrap is segregated
as per material type -
Brass Scrap, MS Scrap,

Stainless Steel Scrap, etc.
|

B RAW MATERIAL READY
SCRAP / WASTE
Segregated brass raw

material is ready for DISPOSE [ Material sent to

inspection. Q Dispose of T { scrap vendor.
~ unusable material . B

3 responsibly.

& By Visual, Magnet, 4
. Grinder & Y o

Chemical Test. NOT 0.K
=T i s 3
MELTING e IMPROVE QUALITY
o < 0K | BY ADDING INGREDIENTS
Raw ma{terla 3 As per chemical composition requirement.
melted in furnace. 4
| MACHINING
Components are FLUXES  DEOXIDIZERS  LUBRICANTS MASTER ALLOYS

. J

{ machined as per
design.

SURFACE FINISHING
Deburring, polishing,
tumbling / plating

as required.

QUALITY CONTROL
Products are inspected 4———

: for quality standards A
8 & dimensions. NOT 0.K

PACKING

Products are packed
securely.

DISPATCH

Products are

1 dispatched to
== customers.




